Oil & GREASE BARRIER Coating »

BONRONT™ XAS series

Technical Information

4 )
Appearance Bonron™ XAs-113E4
lon charge Anionic
Appearance Yellowish brown
Solid content (%) 28.0-34.0
pH () 7.0-10.0
Viscosity (mPa-s) 50 - 800
Tg (degree C) -20 — -10
No penetration of oil *Above values are representative values only
through BONRON coated paper
v Water based, environmentally friendly
v Fluorine compounds free
A v  Superior oil & grease barrier
v High Flexibility
cocking oil colored by blue dye y
Application
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OGR paper Barrier paper A

Oil proof paper

OGR coating
Base paper

-Barrier paper

Barrier coating
Primer

Base paper

What is the drying temperature? Food contact conformity?

Please ask to below contact details.

90-120°C is recommendable, depending on time.

-Contact detail-
Mitsui Chemicals Europe GmbH
Helmholtzstr. 19, 40215 Dusseldorf, Germany
E-Mail ; akira.wahio@mcie.de
HP : eu.mitsuichemicals.com
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